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                        BS EN 1090-2:2018,Execution of steel structures and aluminium structures – Part2:Technical requirements for steel structures.

This standard can be downloaded for free.

BS EN 1090-2:2018 specifies requirements for execution of steel structures, in order to ensure adequate levels of mechanical resistance and stability, serviceability and durability.

BS EN 1090-2:2018 specifies requirements for execution of steel structures in particular those that are designed according to the EN 1993 series and the steel parts of composite steel and concrete structures designed according to the EN 1994 series.

BS EN 1090-2:2018 presupposes that the work is carried out with the necessary skill and adequate equipment and resources to perform the work in accordance with the execution specification and the requirements of this European Standard.

This European Standard can be used for structures designed according to other design rules provided that conditions for execution comply with them and any necessary additional requirements are specified.

BS EN 1090-2:2018 includes the requirements for the welding of reinforcing steels to strucsteels. This European Standard does not include requirements for the use of reinforcing steel reinforced concrete applications.
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